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ФАЗОВЫЕ И РЕЛАКСАЦИОННЫЕ ПЕРЕХОДЫ
В ГИБКО- И ПОЛУЖЕСТКОЦЕПНЫХ
ПОЛИМЕРАХ

Изучены фазовые и релаксационные переходы в полиметил-
пентене, сополимерах полиакрилонитрила и полиоксадиазола
с помощью метода термического анализа. На кривых диффе-
ренциального термического анализа обнаружены не извест-
ные ранее релаксационные переходы в сополимерах полиакри-
лонитрила, фазовые переходы в полиметилпентене и полио-
ксадиазоле. Установлена взаимосвязь между температурами
стеклования этих полимеров и их составом, обсуждены спо-
собы перестройки структуры в полимерах.

Phase and relaxation transitions in polymers with flexible and
semirigid chains / О.I. Romanenko // Vestnik MGTU. Natural Sciences.
1999. No. 2. P. 103–113.

The phase and relaxation transitions in polymethylpentene , co-
polymers of polyacryionitrile and polyoxadiazole are investigated by
means of the thermal analysis procedure. Fresh relaxation transitions are
found on the curves developed by thermal analysis in co-polymers of
polyacryionitrile, as well as phase transitions in polymethylpentene and
polyoxadiazole. Interconnection between the vitrification temperatures of
these polymers and their composition, is ascertained, the procedures of
polymer structure reconstruction are discussed. Figs.6. Refs.19.
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